2 . = R - Bia chi: S6 8 Hoang Qudc Viét
TONG CUC TIEU CHUAN PO LUONG CHAT LUCNG Céu Gidy, Ha N6, Viet Nam

I?irectoﬁrate fo[ Starldards, Mitrology ancf Quality . Tel: (84-4) 3836 1399
ua es TRUNG TAM KY THUAT TIEU CHUAN DO LUSNG CHATLUGNG 1 0. as.s) 3836 1190
Quality Assurance and Testing Center 1 Website: www.quatest].com.vn

S6/No: 980-10/ 2013/ TN 1 Trang/Page:. ...

KET QUA THU NGHIEM

TEST RESULT

1.Tén méu /Sample: MAU ONG THEP MA ®21,4x2,6 mm
2. Khich hang /Customer: CONG TY TNHH ONG THEP VIET NAM
3. S6 lugng mau /Quantity: 01

4. Ngay nhan mau / Reception date: 08/5/2013

5. Thoi gian thir nghiém /Time of testing: 10-16/5/2013

TT TEN CHI TIEU PHUONG PHAP THU KET QUA
Ttem Specifications Test methods Results

Kich thwoc - Dimentions B& 1387: 1985

* Dudng kinh ngoai - outside Dia
e Chicu day - Wall thickness

Thir kéo - Tensile test TCVN 197: 2002

* Gi6i han chay - Yield strength, Mpa
* D) bén kéo dut - Tensile strength, Mpa
* B¢ gian dai twong doi - Elongation, O

Chiéu day 16p ma - coating thickness pm ASTM E376 - 03
Thanh phan héa hoc - Chemical compositions o ASTM E415

e Carbon C
« Silicon Si
* Sulfur S
* Phosphorus P
* Manganese Mn
* Nickel Ni
 Chrome Cr
* Copper Cu
o Aluminum Al

NHAN XET: Cac chi tiéu trén phu hop hang medium theo BS 1387:1985
REMARK: Specifications confrom grade medium according to BS 1387:1985

e ‘ , Ha Néingay 17/5 /2013
TRUONG PHONG THU NGHIEM I . .
Head of LAB I KEGIAM POC /DIRECTOR

olr

Tran TFrung Kién

1. Phiéu két qud nay chi cd gid tri doi véi mau thit do khich hang dwa toi
This test result is value only for samples taken by customer. i
2. Khéng duwoc trich sao mét phan két qud nay néu khong dwoc s dong ¥ cia trung tam Ky thugt 1.
This test report shall not reproduced except in full, without the written approved of QUATEST 1.
3. Tén mau va tén khach hang dwoc ghi theo yéu cau cua khach hang.

Name of sample and customer are written as customer s requetst.
- TN/BM/05.4-Lbh2.2012




TONG CUC TIEU CHUAN PO LUSNG CHAT LUGNG

Directorate for Standards, Metrology and Quality
uateSt TRUNG TAM KY THUAT TIEU CHUAN PO LUSNG CHAT LUGNG 1
Quality Assurance and Testing Center 1

Bia chi: S6 8 Hoang Qudc Viét
Cdlu Gidy, Ha Néi, Viet Nam
Tel: (84-4) 3836 1399

Fax: (84-4) 3836 1199

Website: www.quatestl.com.vn

S&/No: 980-11/2013/ TN 1

KET QUA THU NGHIEM

TEST RESULT

1.Tén mau /Sample: MAU ONG THEP MA ®26,9x2,6 mm
2. Khich hang /Customer: CONG TY TNHH ONG THEP VIET NAM
3. S6 luong mau /Quantity: 01

4. Ngay nhan mau / Reception date: 08/5/2013

5. Thoi gian thtr nghiém /Time of testing: 10-16/5/2013

TT TEN CHI TIEU PHUONG PHAP THU
Ttem Specifications Test methods

KET QUA
Results

Kich thwéc - Dimentions BS 1387: 1985

* Dudng kinh ngoai - outside Dia
» Chiéu day - Wall thickness

Thir kéo - Tensile test TCVN 197: 2002

* Gidi han chay - Yield strength, Mpa
* Do bén kéo dut - Ter}sile strength, Mpa
* B¢ gian dai twong doi - Elongation, %

Chiéu day 16p ma - coating thickness pm ASTM E376 - 03
Thanh phén héa hgc - Chemical compositions % ASTM E415

e Carbon C
« Silicon Si
* Sulfur S
* Phosphorus P
* Manganese Mn
* Nickel Ni
e Chrome Cr
* Copper Cu
e Aluminum Al

NHAN XET: Cac chi tiéu trén phu hgp hang medium theo BS 1387:1985
REMARK: Specifications confrom grade medium according to BS 1387:1985

TRUONG PHONG THU NGHIEM I
Head of LAB I

Siim Dz Tha

1. Phiéu két qud nay chi cd gid tri doi véi mau thit do khich hang dwa toi
This test result is value only for samples taken by customer. i
2. Khéng duwoc trich sao mét phan két qud nay néu khong dwoc s dong ¥ cia trung tam Ky thugt 1.
This test report shall not reproduced except in full, without the written approved of QUATEST 1.
3. Tén mau va tén khach hang dwoc ghi theo yéu cau cua khach hang.
Name of sample and customer are written as customer s requetst.

TN/BM/05.4-Lbh2.2012




2 . = R - Bia chi: S6 8 Hoang Qudc Viét
TONG CUC TIEU CHUAN PO LUONG CHAT LUCNG Céu Gidy, Ha N6, Viet Nam

I?irectoﬁrate fo[ Starldards, Mitrology ancf Quality . Tel: (84-4) 3836 1399
ua es TRUNG TAM KY THUAT TIEU CHUAN DO LUSNG CHATLUGNG 1 0. as.s) 3836 1190
Quality Assurance and Testing Center 1 Website: www.quatest].com.vn

S&/No: 980-12 /2013/ TN 1

KET QUA THU NGHIEM

TEST RESULT

2. Khach hang /Customer: CONG TY TNHH ONG THEP VIET NAM
3. S0 lugng mau /Quantity: 01

4. Ngay nhan mau / Reception date: 08/5/2013

5. Thoi gian thir nghiém /Time of testing: 10-16/5/2013

TT TEN CHi TIREU PHUONG PHAP THI | KET QUA
Ttem Specifications Test methods Results

Kich thwéc - Dimentions BS 1387:1985

* Duong kinh ngoai - outside Dia
 Chiéu day - Wall thickness

Thik kéo - Tensile test TCVN 197:2002

* Gidi han chay - Yield strength, Mpa
* D bén kéo dut - Tensile strength, Mpa
* B¢ gian dai twong doi - Elongation, %

Chiéu day 16p ma - coating thickness um ASTM £376 - 03
Thanh phan héa hoc - Chemical compositions o, ASTM E415

* Carbon C
* Silicon Si
* Sulfur S
* Phosphorus P
* Manganese Mn
* Mickel Ni
* Chrome Cr
« Copper Cu
o Aluminum Al

NHAN XET: Cac chi tiéu trén phu hgp hang medium theo BS 1387:1985
REMARK: Specifications confrom grade medium according to BS 1387:1985

Ha Npingay 17/5 /2013

TRUONG PHONG THU NGHIEM 1
Head of LAB 1

“PHO GIAM DEC
Hem Dete S

Tran TFrung Kién

1. Phiéu két qud nay chi cd gid tri doi véi mau thit do khich hang dwa toi
This test result is value only for samples taken by customer.
2. Khéng duwoc trich sao mét phan két qud nay néu khong dwoc s dong ¥ cia trung tam Ky thugt 1.
This test report shall not reproduced except in full, without the written approved of QUATEST 1.
3. Tén mau va tén khach hang dwoc ghi theo yéu cau cua khach hang.

Name of sample and customer are written as customer s requetst.
- TN/BM/05.4-Lbh2.2012




2 . = R - Bia chi: S6 8 Hoang Qudc Viét
TONG CUC TIEU CHUAN PO LUONG CHAT LUCNG Céu Gidy, Ha N6, Viet Nam

I?irectoﬁrate fo[ Starldards, Mitrology ancf Quality . Tel: (84-4) 3836 1399
ua es TRUNG TAM KY THUAT TIEU CHUAN DO LUSNG CHATLUGNG 1 0. as.s) 3836 1190
Quality Assurance and Testing Center 1 Website: www.quatest].com.vn

S6/No: 980-13/2013/ TN 1 Trang/Page:...........

KET QUA THU NGHIEM

TEST RESULT

1.Tén miu /Sample: MAU ONG THEP MA ®42,5x3,2 mm
2. Khach hang /Customer: CONG TY TNHH ONG THEP VIET NAM
3. S6 lugng mau /Quantity: 01

4. Ngay nhan mau / Reception date: 08/5/2013

5. Thoi gian thir nghiém /Time of testing: 10-16/5/2013

TT TEN CHI TIEU PHUONG PHAP THU KET QUA
Ttem Specifications Test methods Results

Kich thwoéc - Dimentions BS 1387:1985

* Duong kinh ngoai - outside Dia
* Chicu day - Wall thickness

Thir kéo - Tensile test TCVN 197:2002

* Gi6i han chay - Yield strength,
* D§ bén keéo dut - Tensile strength,
* B¢ gian dai twong doi - Elongation,

Chiéu day 16p ma - coating thickness ASTM E376 - 03

Thanh phan héa hgc - Chemical compositions o, ASTM F415

* Carbon C
* Silicon Si
* Sulfur 5
* Phosphorus P
* Manganese Mn
* Nickel Ni
e Chrome Cr
o Caopper Cu
* Aluminum Al

NHAN XET: Cac chi tiéu rén phua hop hang medium theo BS 1387:1985
REMARK: Specifications confrom grade medium according to BS 1387:1985

Ha Néi ngay 17/5 /2013

TRUONG PHONG THU NGHIEM I
Head of LAB 1

“PHO GIAM DEC
Hem Dete S

Tran TFrung Kién

1. Phiéu két qud nay chi cd gid tri doi véi mau thit do khich hang dwa toi
This test result is value only for samples taken by customer.
2. Khéng duwoc trich sao mét phan két qud nay néu khong dwoc s dong ¥ cia trung tam Ky thugt 1.
This test report shall not reproduced except in full, without the written approved of QUATEST 1.
3. Tén mau va tén khach hang dwoc ghi theo yéu cau cua khach hang.

Name of sample and customer are written as customer s requetst.
- TN/BM/05.4-Lbh2.2012




TONG CUC TIEU CHUAN PO LUSNG CHAT LUGNG

Quality Assurance and Testing Center 1

Directorate for Standards, Metrology and Quality
uateSt TRUNG TAM KY THUAT TIEU CHUAN PO LUGNG CHAT LUGNG 1

Bia chi: S6 8 Hoang Qudc Viét
CAu Gidy, Ha Néi, Viét Nam
Tel: (84-4) 3836 1399

Fax: (84-4) 3836 1199

Website: www.quatestl.com.vn

S6/No: 980-14/ 2013/ TN 1

KET QUA THU NGHIEM

TEST RESULT

1.Tén mau /Sample: MAU ONG THEP MA ®48,4x3,2 mm
2. Khich hang /Customer: CONG TY TNHH ONG THEP VIET NAM
3. S6 luong mau /Quantity: 01

4. Ngay nhan mau / Reception date: 08/5/2013

5. Thoi gian thtir nghiém /Time of testing: 10-16/5/2013

Trang/Page:......

TT

Item

TEN CHI TIEU PHUONG PHAP THU
Specifications Test methods

KET QUA
Results

Kich thwoc - Dimentions BS 1387:1985

* Dudng kinh ngoai - outside Dia
e Chiéu day - Wall thickness

Thir kéo - Tensile test TCVN 197:2002

* Gidi han chay - Yield strength, Mpa
* Do bén kéo dut - Ter;sile strength, Mpa
* B¢ gian dai twong doi - Elongation, %

Chiéu day 16p ma - coating thickness pm ASTM E376 - 03
Thanh phén héa hgc - Chemical compositions % ASTM E415

e Carbon C
* Silicon Si
* Sulfur S
* Phosphorus P
* Manganese Mn
* Nickel Ni
e Chrome Cr
 Copper Cu
e Aluminum Al

NHAN XET: Cac chi tiéu trén phu hgp hang medium theo BS 1387:1985
REMARK: Specifications confrom grade medium according to BS 1387:1985

TRUONG PHONG THU NGHIEM I

Ghe

Tran Trung Kién

Head of LAB 1

T d-‘-?"'; i -
PHO GIAM POC

L. L
Hem Dote aﬁ'f./aft

1. Phiéu két qua nay chi ¢é gid tri doi véi mau thir do khdch hang duea tdi
This test result is value only for samples taken by customer. i
2. Khong dwoc trich sao mot phan ket qua nay néu khong dwoc su dong y cua trung tam Ky thudt 1.
This test report shall not reproduced except in full, without the written approved of QUATEST 1.
3. Tén mau va tén khdch hang dwoc ghi theo yéu cau ciia khdch hang.
Name of sample and customer are written as customer s requetst.

TN/BM/05.4-Lbh2.2012




» ~ » R » Bia chi: S6 8 Hoang Qudc Viét
TONG CUC TIEU CHUAN PO LUCGNG CHAT LUCNG CAu Gidy, Ha N6i, Viet Nam
I?lrecto—rate fo[ Starldards, Mitrology ancf Quality . Tel: (84-4) 3836 1399
ua es TRUNG TAM KY THUAT TIEU CHUAN PO LUGNG CHAT LUGNG 1 Fax: (84-4) 3836 1199
Quality Assurance and Testing Center 1

Website: www.quatestl.com.vn

S6/No: 980-15/2013/ TN 1 Trang/Page:.........

KET QUA THU NGHIEM

TEST RESULT

1.Tén mau /Sample: MAU ONG THEP MA ®60,3x3,6 mm
2. Khach hang /Customer: CONG TY TNHH ONG THEP VIET NAM
3. S6 luong mau /Quantity: 01

4. Ngay nhan mau / Reception date: 08/5/2013

5. Thoi gian thir nghiém /Time of testing: 10-16/5/2013

TT TEN CHI TIEU PHUONG PHAP THU KET QUA
Ttem Specifications Test methods Results

Kich thwoc - Dimentions BS 1387:1985

* Dudng kinh ngoai - outside Dia
e Chicu day - Wall thickness

Thir kéo - Tensile test TCVN 197:2002

* Gi6i han chay - Yield strength, Mpa
* DJ bén kéo dut - Ter;sile strength, Mpa
* B¢ gian dai twong doi - Elongation, %

Chiéu day 16p ma - coating thickness pm ASTM E376 - 03
Thanh phén héa hgc - Chemical compositions % ASTM E415

 Carbon C
* Silicon Si
* Sulfur S
* Phosphorus P
* Manganese Mn
* Nickel Ni
* Chrome Cr
» Copper Cu
e Aluminum Al

NHAN XET: Céac chi tiéu trén phu hgp hang medium theo BS 1387:1985
REMARK: Specifications confrom grade medium according to BS 1387:1985

Ha Ngi ngay 177572013

TRUONG PHONG THU NGHIEM I
Head of LAB 1

" PHO GIAM DC

Siim Dz Tha

1. Phiéu két qud nay chi cd gid tri doi véi mau thit do khich hang dwa toi
This test result is value only for samples taken by customer.
2. Khéng duwoc trich sao mét phan két qud nay néu khong dwoc s dong ¥ cia trung tam Ky thugt 1.
This test report shall not reproduced except in full, without the written approved of QUATEST 1.
3. Tén mau va tén khach hang dwoc ghi theo yéu cau cua khach hang.

Name of sample and customer are written as customer s requetst.
- TN/BM/05.4-Lbh2.2012




A ~ = R » Bia chi: S6 8 Hoang Qudéc Viét
TONG CUC TIEU CHUAN PO LUCGNG CHAT LUCNG CAu Gidy, Ha N6, Viet Nam
I?lrecto—rate fo[ Starldards, Mitrology ancf Quality . Tel: (84-4) 3836 1399
ua es TRUNG TAM KY THUAT TIEU CHUAN PO LUGNG CHAT LUGNG 1 Fax: (84-4) 3836 1199
Quality Assurance and Testing Center 1

Website: www.quatestl.com.vn

S6/No: 980-16/2013/ TN 1 Trang/Page:

KET QUA THU NGHIEM

TEST RESULT

1.Tén mau /Sample: MAU ONG THEP MA ®76,0x3,6 mm
2. Khach hang /Customer: CONG TY TNHH ONG THEP VIET NAM
3. S$6 lwong mau 1 /Quantity: 01

4. Ngay nhan mau / Reception date: 08 /5/2013

5. Thoi gian thir nghi€m /Time of testing: 10-16/5/2013

TT TEN CHI TIEU PHUONG PHAP THU' KET QUA
Ttem Specifications Test methods Results

Kich thwoéc - Dimentions BS 1387:1985

* Budng kinh ngoai - outside Dia
* Chicu day - Wall thickness

Thir kéo - Tensile test TCVN 197:2002

* Gi6i han chay - Yield strength, Mpa
* Do bén kéo dut - Ter;sile strength, Mpa
* B¢ gian dai tuong doi - Elongation, %

Chiéu day 16p ma - coating thickness um ASTM E376 - 03
Thanh phan héa hgc - Chemical compositions o, ASTM E415

* Carbon C
* Silicon Si
* Sulfur S
* Phosphorus P
» Manganese Mn
* Nickel Ni
* Chrome Cr
* Copper Cu
* Aluminum Al

NHAN XET: Cac chi tiéu trén phu hgp hang medium theo BS 1387:1985
REMARK: Specifications confrom grade medium according to BS 1387:1985

Ha N01 ngay 17/5/2013

TRUONG PHONG THU NGHIEM I
Head of LAB 1

" PHO GIAM DC

Siim Dz Tha

1. Phiéu két qud nay chi cd gid tri doi véi mau thir do khich hang dwa toi
This test result is value only for samples taken by customer.
2. Khéng duwoc trich sao mét phan két qua nay néu khong dwoc s dong ¥ ciia trung tam Ky thugt 1.
This test report shall not reproduced except in full, without the written approved of QUATEST 1.
3. Tén mau va tén khach hang droc ghi theo yéu cau cua khach hang.

Name of sample and customer are written as customer s requetst.
- TN/BM/05.4-Lbh2.2012




» ~ = . » bia chf: $6 8 Hodng Qudc Viét
TONG CUC TIEU CHUAN BO LUGNG CHAT LUGNG

Cdau Gidy, Ha Noi, Viet Nam
I?lrecto—rate fo[ Starldards Mitrology ancf Quality . Tel: (84-4) 3836 1399

ua es TRUNG TAM KY THUAT TIEU CHUAN DO LUSNG CHATLUGNG 1 0. 614 3836 1190

Quality Assurance and Testing Center 1 Website: www.quatestl.com.vn

S6/No: 980-9/ 2013/ TN 1 Trang/Page:...oooee..

KET QUA THU NGHIEM

TEST RESULT

1.Tén mau /Sample: MAU ONG THEP MA ©88,8x4,0 mm
2. Khach hang /Customer: CONG TY TNHH ONG THEP VIET NAM
3. S6 lugng mau /Quantity: 01

4. Ngay nhan mau / Reception date: 08/5/2013

5. Thoi gian thir nghiém /Time of testing: 10-16/5/2013

TT TEN CHI TIEU PHUONG PHAPTHU | MUC QUI PINH KET QUA
Item Specifications Test methods Requirments Results

BS 1387:1985
Kich thwoc - Dimentions BS 1387:1985 DNS80 - MEDIUM

* Buong kinh ngoai 88,1 - 89,6

Outside Diameter
¢ Chiéu day 4,0""
Wall thickness

Thir kéo - Tensile test TCVN 197:2002 BS 1387:1985

* Gi6i han chay 195 min
Yield strength,
« Do bén kéo 320 - 460
Tensile strength,
* Dg gian dai 20 min
Elongation,

Chiéu day 16p ma kém ASTM E376 - 03
Coating thickness

Thanh phin héa hoc ASTM E415 BS 1387:1985
Chemical compositions

* Carbon 0,20 min 0,0346
« Silicon i - 0,0146
* Sulfur 0,045 max 0,0075
* Phosphorus 0,045 max 0,0159
* Manganese 1,20 max 0,2390

Ha Noz ngay 17/5/2013

TRUONG PHONG THU NGHIEM I
Head of LAB 1

" PHO GIAM DC

Siim Dz Tha

1. Phiéu két qud nay chi cd gid tri doi véi mau thir do khich hang dwa toi
This test result is value only for samples taken by customer.
2. Khéng duwoc trich sao mét phan két qua nay néu khong dwoc s dong ¥ ciia trung tam Ky thugt 1.
This test report shall not reproduced except in full, without the written approved of QUATEST 1.
3. Tén mau va tén khach hang droc ghi theo yéu cau cua khach hang.

Name of sample and customer are written as customer s requetst.
- TN/BM/05.4-Lbh2.2012




= . . N P Bia chi: S6 8 Hoang Qudc Viét
TONG CUC TIEU CHUAN PO LUCGNG CHAT LUCNG
Directorate for Standards, Metrology and Quality

TRUNG TAM KY THUAT TIEU CHUAN PO LUGNG CHAT LUGNG 1
Quality Assurance and Testing Center 1

Cdu Gidy, Ha No6i, Viét Nam
Tel: (84-4) 3836 1399
Fax: (84-4) 3836 1199

Website: www.quatestl.com.vn

Quatest 1

S&/No: 980-18/ 2013/ TN 1

KET QUA THU NGHIEM

TEST RESULT

Trang/Page:......

1.Tén mau /Sample: MAU ONG THEP MA ®114,1x4,5 mm
2. Khich hang /Customer: CONG TY TNHH ONG THEP VIET NAM
3. 86 luong mau /Quantity: 01

4. Ngay nhan mau / Reception date: 08/5/2013

5. Thoi gian thir nghiém /Time of testing: 10-16/5/2013

TT TEN CHi TIEU PHUONG PHAP THU' | MUC QUI PINH KET QUA

Item Specifications

Test methods

Requirments

Results

* Duong kinh ngoai
Out;ide Diameter

e Chiéu day

Wall thickness

Thir kéo - Tensile test
* G161 han chay
Yield strength,
* D6 bén kéo
Tensile strength,
* B¢ gian dai
Elongation,

Chiéu day 16p ma kém
Coating thickness

Thanh phén héa hoc
Chemical compositions

* Carbon

* Silicon

* Sulfur

* Phosphorus
* Manganese

Kich thwoc - Dimentions

BS 1387:1985

TCVN 197:2002

ASTM E376 - 03

ASTM E415

BS 1387:1985
DN80 - MEDIUM

113,3-114,9
4 5—10%

BS 1387:1985
195 min

320 - 460

20 min

BS 1387:1985

0,20 min

0,045 max
0,045 max
1,20 max

0,0420
0,0158
0,0052
0,0158
0,1772

, . i HaNoz ngay 17/5/2013
TRUONG PHONG THU NGHIEM I
Head of LAB 1

" PHO GIAM DC

Siim Dz Tha

1. Phiéu két qud nay chi cd gid tri doi véi mau thit do khich hang dwa toi
This test result is value only for samples taken by customer.
2. Khéng duwoc trich sao mét phan két qud nay néu khong dwoc s dong ¥ cia trung tam Ky thugt 1.
This test report shall not reproduced except in full, without the written approved of QUATEST 1.
3. Tén mau va tén khach hang dwoc ghi theo yéu cau cua khach hang.

Name of sample and customer are written as customer s requetst.
- TN/BM/05.4-Lbh2.2012




» ~ = . » bia chf: $6 8 Hodng Qudc Viét
TONG CUC TIEU CHUAN BO LUGNG CHAT LUGNG CAu Gidy, Ha N6, Viet Nam

I?irecto—rate fo[ Starldards, Mitrology ancf Quality . Tel: (84-4) 3836 1399
ua es TRUNG TAM KY THUAT TIEU CHUAN DO LUSNG CHATLUGNG 1 0. 614 3836 1190
Quality Assurance and Testing Center 1 Website: www.quatestl.com.vn

S6/No: 980-1/2013/ TN 1 Trang/Page:.......oo.....

KET QUA THU NGHIEM

TEST RESULT

1.Tén méu /Sample: MAU ONG THEP BEN ®21,4x2,5 mm
2. Khach hang /Customer: CONG TY TNHH ONG THEP VIET NAM
3. S6 lugng mau /Quantity: 01

4. Ngay nhan mau / Reception date: 08/5/2013

5. Thoi gian thir nghiém /Time of testing: 10-16/5/2013

TT TEN CHI TIEU PHUONG PHAP THU KET QUA
Ttem Specifications Test methods Results

Kich thwoéc - Dimentions BS 1387: 1985

* Dudng kinh ngoai - outside Dia
o Chicu day - Wall thickness

Thir kéo - Tensile test TCVN 197: 2002

* Gi6i han chay - Yield strength, Mpa
* Do bén kéo dut - Ter;sile strength, Mpa
» D¢ gian dai twong doi - Elongation, %

Thanh phan héa hoc - Chemical compositions o, ASTM E415

* Carbon C
* Silicon Si
* Sulfur S
* Phosphorus P
* Manganese Mn
* Nickel Ni
* Chrome Cr
* Copper Cu
* Aluminum Al

NHAN XET: Cac chi tiéu trén phu hgp hang medium theo BS 1387:1985
REMARK: Specifications confrom grade medium according to BS 1387:1985

) . \ Ha Noingay 17/5/2013
TRUONG PHONG THU NGHIEM I . .
Head of LAB I KT GIAM POC /DIRECTOR

Siim Dz Tha

1. Phiéu két qud nay chi cd gid tri doi véi mau thir do khich hang dwa toi
This test result is value only for samples taken by customer. i
2. Khéng duwoc trich sao mét phan két qua nay néu khong dwoc s dong ¥ ciia trung tam Ky thugt 1.
This test report shall not reproduced except in full, without the written approved of QUATEST 1.
3. Tén mau va tén khach hang droc ghi theo yéu cau cua khach hang.

Name of sample and customer are written as customer s requetst.
- TN/BM/05.4-Lbh2.2012




TONG CUC TIEU CHUAN PO LUSNG CHAT LUGNG
Directorate for Standards, Metrology and Quality

Bia chi: S6 8 Hoang Qudc Viét
Cau Gidy, Ha Néi, Viet Nam
Tel: (84-4) 3836 1399

TRUNG TAM KY THUAT TIEU CHUAN DO LUGNG CHATLUGNG 1 . (6145 3836 1199

QllateSt 1 Quality Assurance and Testing Center 1

Website: www.quatestl.com.vn

S&/No: 980-2/2013/ TN 1

Trang/Page:

KET QUA THU NGHIEM

TEST RESULT

1.Tén mau /Sample: MAU ONG THEP DEN ®26,9%x2,5 mm
2. Khach hang /Customer: CONG TY TNHH ONG THEP VIET NAM
3. S6 luong mau /Quantity: 01

4. Ngay nhan mau / Reception date: 08/5/2013

5. Thoi gian thir nghiém /Time of testing: 10-16/5/2013

TT

Item

TEN CHI TIEU PHUONG PHAP THU
Specifications Test methods

KET QUA
Results

Kich thwoc - Dimentions BS 1387: 1985

* Duong kinh ngoai - outside Dia
« Chiéu day - Wall thickness

Thir kéo - Tensile test TCVN 197: 2002

* Gi6i han chay - Yield strength, Mpa
* Dg bén kéo dut - Tensile strength, Mpa
* B¢ gian dai twong doi - Elongation, %

Thanh phin héa hoc - Chemical compositions % ASTM E415

* Carbon C
* Silicon Si
* Sulfur S
* Phosphorus P
* Manganese Mn
* Nickel Ni
* Chrome Cr
» Copper Cu
* Aluminum Al

REMARK:

NHAN XET: CAc chi tiéu trén phu hgp hang medium theo BS 1387:1985
Specifications confrom grade medium according to BS 1387:1985

TRUONG PHONG THU NGHIEM I

Head of LAB 1

Ha Noi ngay 17/5/2013

" PHO GIAM DC

Siim Dz Tha

1. Phiéu két qud nay chi cd gid tri doi véi mau thit do khich hang dwa toi
This test result is value only for samples taken by customer.
2. Khéng duwoc trich sao mét phan két qud nay néu khong dwoc s dong ¥ cia trung tam Ky thugt 1.
This test report shall not reproduced except in full, without the written approved of QUATEST 1.
3. Tén mau va tén khach hang dwoc ghi theo yéu cau cua khach hang.
Name of sample and customer are written as customer s requetst.

TN/BM/05.4-Lbh2.2012




TONG CUC TIEU CHUAN PO LUSNG CHAT LUGNG

TRUNG TAM KY THUAT TIEU CHUAN DO LUGNG CHAT LUGNG 1

t t 1 Directorate for Standards, Metrology and Quality
ua es Quality Assurance and Testing Center 1

Bia chi: S6 8 Hoang Qudc Viét

Cdu Gidy, Ha No6i, Viét Nam
Tel: (84-4) 3836 1399

Fax: (84-4) 3836 1199

Website: www.quatestl.com.vn

S&/No: 980-3/2013/ TN 1

Trang/Page:.

KET QUA THU NGHIEM

TEST RESULT

1.Tén mau /Sample: MAU ONG THEP DEN ®33,8x3,0mm
2. Khach hang /Customer: CONG TY TNHH ONG THEP VIET NAM
3. 86 luong mau /Quantity: 01

4. Ngay nhén mau / Reception date: 08/5/2013

5. Thoi gian thir nghiém /Time of testing: 10-16/5/2013

TT
Item

TEN CHI TIEU PHUONG PHAP THU
Specifications Test methods

KET QUA
Results

Kich thwoc - Dimentions BS 1387: 1985

* Duodng kinh ngoai - outside Dia
* Chicu day - Wall thickness

Thik kéo - Tensile test TCVN 197: 2002

* Gi6i han chay - Yield strength, Mpa
* Dg bén keo dut - Tensile strength, Mpa
* B¢ gian dai twong doi - Elongation, %

Thanh phin héa hgc - Chemical compositions % ASTM E415

e Carbon C
* Silicon Si
* Sulfur 5
* Phosphorus P
* Manganese Mn
* Nickel Ni
* Chrome Cr
* Copper Cu
* Aluminum Al

REMARK:

NHAN XET: Cac chi tidu trén phi hop hang medium theo BS 1387:1985
Specifications confrom grade medium according to BS 1387:1985

Ha Nm ngay 17/5/2013

TRUONG PHONG THU NGHIEM 1

Head of LAB 1

" PHO GIAM DC

Siim Dz Tha

Tran TFrung Kién

1. Phiéu két qud nay chi cd gid tri doi véi mau thit do khich hang dwa toi
This test result is value only for samples taken by customer.
2. Khéng duwoc trich sao mét phan két qud nay néu khong dwoc s dong ¥ cia trung tam Ky thugt 1.
This test report shall not reproduced except in full, without the written approved of QUATEST 1.
3. Tén mau va tén khach hang dwoc ghi theo yéu cau cua khach hang.
Name of sample and customer are written as customer s requetst.

TN/BM/05.4-Lbh2.2012




Bia chi: S6 8 Hoang Qudc Viét

TONG CUC TIEU CHUAN PO LUSNG CHAT LUGNG Céu Gidy, Ha N6, Viet Nam

I?wectoﬁrate fo[ Starldards Mitrology ancf Quality . Tel: (84-4) 3836 1399
ua es TRUNG TAM KY THUAT TIEU CHUAN DO LUSNG CHATLUGNG 1 0. as.s) 3836 1190
Quality Assurance and Testing Center 1 Website: www.quatest].com.vn

S6/No: 980 - 4/ 2013/ TN 1 Trang/Page:.

KET QUA THU NGHIEM

TEST RESULT

1.Tén mau /Sample: MAU ONG THEP PEN ®42,5x3,0 mm
2. Khich hang /Customer: CONG TY TNHH ONG THEP VIET NAM
3. S0 luong mau /Quantity: 01

4. Ngay nhan mau / Reception date: 08/5/2013

5. Thoti gian thir nghié€m /Time of testing: 10-16/5/2013

TT TEN CHi TIEU PHUONG PHAP THU KET QUA
Ttem Specifications Test methods Results

Kich thwdéc - Dimentions BS 1387: 1985

* Buong kinh ngoai - outside Dia
* Chiéu day - Wall thickness

Thik kéo - Tensile test TCVN 197: 2002

* Gi6i han chay - Yield strength,
* Do bén kéo dut - Ter}sile strength,
* B¢ gian dai twong doi - Elongation,

Thanh phin héa hgc - Chemical compositions ASTM E415

e Carbon

« Silicon

e Sulfur

* Phosphorus

* Manganese Mn
* Nickel Ni
e Chroms Cr
» Copper Cu
e Aluminum Al

NHAN XET: Cac chi tidu trén phii hgp hang medium theo BS 1387:1985
REMARK: Specifications confrom grade medium according to BS 1387:1985

HaNm ngay 17/5/2013

TRUONG PHONG THU NGHIEM i
Head of LAB 1

" PHO GIAM DC

Siim Dz Tha

Tran TFrung Kién

1. Phiéu két qud nay chi cd gid tri doi véi mau thit do khich hang dwa toi
This test result is value only for samples taken by customer.
2. Khéng duwoc trich sao mét phan két qud nay néu khong dwoc s dong ¥ cia trung tam Ky thugt 1.
This test report shall not reproduced except in full, without the written approved of QUATEST 1.
3. Tén mau va tén khach hang dwoc ghi theo yéu cau cua khach hang.

Name of sample and customer are written as customer s requetst.
- TN/BM/05.4-Lbh2.2012




2 . 2 R - Bia chi: S6 8 Hoang Qudéc Viét
TONG CUC TIEU CHUAN PO LUONG CHAT LUCNG Céu Gidy, Ha N6, Viet Nam

I?irectoﬁrate fo[ Starldards, Mitrology ancf Quality . Tel: (84-4) 3836 1399
ua es TRUNG TAM KY THUAT TIEU CHUAN DO LUSNG CHATLUGNG 1 0. 614 3836 1190
Quality Assurance and Testing Center 1 Website: www.quatestl.com.vn

S6/No: 980-5/2013/TN 1

KET QUA THU NGHIEM

TEST RESULT

1.Tén mau /Sample: MAU ONG THEP DBEN 948,4x3,0 mm
2. Khach hang /Customer: CONG TY TNHH ONG THEP VIET NAM
3. 86 luong mau /Quantity: 01

4. Ngay nhan mau / Reception date: 08/5/2013

5. Thoi gian thir nghiém /Time of testing: 10-16/5/2013

TT TEN CHI TIEU PHUONG PHAP THU KET QUA
Ttem Specifications Test methods Results

Kich thwéc - Dimentions BS 1387: 1985

* Duong kinh ngoai - outside Dia
* Chiéu day - Wall thickness

Thik kéo - Tensile test TCVMN 197: 2002

* Gi6i han chay - Yield strength, Mpa
* Dg bén kéo dut - Tensile strength, Mpa
* B¢ gian dai twong doi - Elongation, %

Thanh phin héa hoc - Chemical compositions % ASTM E415

* Carbon C
« Silicon Si
* Sulfur s
* Phosphorus P
* Manganese Mn
* Nickel Ni
* Chrome Cr
 Copper Cu
* Aluminum Al

NHAN XET: Cac chil tidu trén phit hop hang medium theo BS 1387:1985
REMARK: Specifications confrom grade medium according to BS 1387:1985

, . ) ) Ha Néingay 177572013
TRUONG PHONG THU NGHIEM I - /DIRECTOR
Head of LAB 1 :

o

“PHO GIAM DEC
Hem Dete S

Tran TFrung Kién

1. Phiéu két qud nay chi cd gid tri doi véi mau thir do khich hang dwa toi
This test result is value only for samples taken by customer.
2. Khéng duwoc trich sao mét phan két qua nay néu khong dwoc s dong ¥ ciia trung tam Ky thugt 1.
This test report shall not reproduced except in full, without the written approved of QUATEST 1.
3. Tén mau va tén khach hang droc ghi theo yéu cau cua khach hang.

Name of sample and customer are written as customer s requetst.
- TN/BM/05.4-Lbh2.2012




TONG CUC TIEU CHUAN BO LUSNG CHAT LUGNG
Directorate for Standards, Metrology and Quality

Bia chi: S6 8 Hoang Qudéc Viét
Cau Gidy, Ha Néi, Viet Nam
Tel: (84-4) 3836 1399

TRUNG TAM KY THUAT TIEU CHUAN DO LUGNG CHATLUGNG 1 . (8145 3836 1199

QllateSt 1 Quality Assurance and Testing Center 1

Website: www.quatestl.com.vn

S&/No: 980-6/ 2013/ TN 1

Trang/Page:

KET QUA THU NGHIEM

TEST RESULT

1.Tén mau /Sample: MAU ONG THEP DEN ®60,3x3,5 mm
2. Khich hang /Customer: CONG TY TNHH ONG THEP VIET NAM
3. S6 luong mau /Quantity: 01

4. Ngay nhan mau / Reception date: 08/5/2013

5. Thoi gian thir nghiém /Time of testing: 10-16/5/2013

TT

Item

TEN CHI TIEU PHUONG PHAP THU
Specifications Test methods

KET QUA
Results

Kich thwoc - Dimentions BS 1387: 1985

* Duong kinh ngoai - outside Dia
* Chiéu day - Wall thickness

Thir kéo - Tensile test TCVHN 197: 2602

* Gi6i han chay - Yield strength,
* Dg bén keéo dut - Tensile strength,
* D¢ gian dai twong doi - Elongation,

Thanh phén héa hoc - Chemical compositions ASTM E415

 Carbon

« Silicon

* Sulfur

* Phosphorus

* Manganese Mn
* Nickel Ni
e Chrome Cr
* Copper Cu
e Aluminum Al

REMARK:

NHAN XET: Cac chi tidu trén phil hgp hang medium theo BS 1387:1985
Specifications confrom grade medium according to BS 1387:1985

Ha Ngingay 17/5/2013

TRUONG PHONG THU NGHIEM 1

Head of LAB 1

" PHO GIAM DC

Siim Dz Tha

Tran TFrung Kién

1. Phiéu két qud nay chi cd gid tri doi véi mau thir do khich hang dwa toi
This test result is value only for samples taken by customer.
2. Khéng duwoc trich sao mét phan két qua nay néu khong dwoc s dong ¥ ciia trung tam Ky thugt 1.
This test report shall not reproduced except in full, without the written approved of QUATEST 1.
3. Tén mau va tén khach hang droc ghi theo yéu cau cua khach hang.
Name of sample and customer are written as customer s requetst.

TN/BM/05.4-Lbh2.2012




Quatest 1

TONG CUC TIEU CHUAN BO LUSNG CHAT LUGNG
Directorate for Standards, Metrology and Quality

TRUNG TAM KY THUAT TIEU CHUAN PO LUSNG CHAT LUGNG 1

Quality Assurance and Testing Center 1

Bia chi: S6 8 Hoang Qudéc Viét

Cdu Gidy, Ha No6i, Viét Nam

Tel: (84-4) 3836 1399
Fax: (84-4) 3836 1199

Website: www.quatestl.com.vn

S6/No: 980-7/2013/ TN 1

1.Tén mau /Sample:

Trang/Page:

KET QUA THU NGHIEM

TEST RESULT

MAU ONG THEP DEN ®76,0x3,5 mm

2. Khach hang /Customer: CONG TY TNHH ONG THEP VIET NAM
3. S6 luong mau /Quantity: 01

4. Ngay nhan mau / Reception date: 08/5/2013

5. Thoti gian thir nghiém /Time of testing: 10-16/5/2013

TT TEN CHI TIEU PHUONG PHAP THU
Item Specifications Test methods

KET QUA
Results

e Carbon

« Silicon

* Sulfur

* Phosphorus
* Manganese
* Nickel

* Chrome

* Copper

o Aluminum

Kich thwoc - Dimentions BS 1387: 1985

* Buong kinh ngoai - outside Dia
* Chiéu day - Wall thickness

Thir kéo - Tensile test TCVN 197: 2602

* Gi6i han chay - Yield strength, Mpa
* Do bén kéo dut - Ter;sile strength, Mpa
* D¢ gian dai twong doi - Elongation, %

Thanh phén héa hgc - Chemical compositions % ASTM E415

C
Si
8
P
Mn
Ni
Cr
Cu
Al

NHAN XET:
REMARK:

Cac chi tidu trén phil hop hang medium theo BS 1387:1985

Specifications confrom grade medium according to BS 1387:1985

Ha Nw ngay 17/5/2013

TRUONG PHONG THU NGHIEM i
Head of LAB 1

" PHO GIAM DSC

Tran TFrung Kién

Siim Dz Tha

1. Phiéu két qud nay chi cd gid tri doi véi mau thir do khich hang dwa toi
This test result is value only for samples taken by customer.
2. Khéng duwoc trich sao mét phan két qua nay néu khong dwoc s dong ¥ ciia trung tam Ky thugt 1.
This test report shall not reproduced except in full, without the written approved of QUATEST 1.
3. Tén mau va tén khach hang droc ghi theo yéu cau cua khach hang.
Name of sample and customer are written as customer s requetst.

TN/BM/05.4-Lbh2.2012




Bia chi: S6 8 Hoang Qudéc Viét

TONG CUC TIEU CHUAN PO LUSNG CHAT LUGNG Céu Gidy, Ha N6, Viet Nam

I?lrecto—rate fo[ Starldards Mitrology ancf Quality . Tel: (84-4) 3836 1399
ua es TRUNG TAM KY THUAT TIEU CHUAN DO LUSNG CHATLUGNG 1 0. 614 3836 1190
Quality Assurance and Testing Center 1 Website: www.quatestl.com.vn

S6/No: 980-17/2013/ TN 1 Trang/Page:.........

KET QUA THU NGHIEM

TEST RESULT

1.Tén mau /Sample: MAU ONG THEP DEN ®88,8x4,0 mm
2. Khich hang /Customer: CONG TY TNHH ONG THEP VIET NAM
3. S6 luong mau /Quantity: 01

4. Ngay nhan mau / Reception date: 08/5/2013

5. Thoi gian thir nghiém /Time of testing: 10-16/5/2013

TT TEN CHI TIEU PHUONG PHAP THU' | MUC QUI DINH KET QUA
Ttem Specifications Test methods Requirments Results

BS 1387:1985
Kich thwoc - Dimentions BS 1387:1985 DN80 - MEDIUM

* BPuong kinh ngoai 88,1 - 89,6

Outside Diameter
« Chiéu day 4,0
Wall thickness

Thir kéo - Tensile test TCVN 197:2002 BS 1387:1985
* G161 han chay 195 min
Yield strength,
« Do bén kéo 320 - 460
Tensile strength,
* D gian dai 20 min
Elongation,

Thanh phan héa hec ASTM E415 BS 1387:1985
Chemical compositions

* Carbon 0,20 min
« Silicon i -
e Sulfur 0,045 max

* Phosphorus 0,045 max
* Manganese 1,20 max

Ha Noi ngay 177572013

TRUONG PHONG THU NGHIEM I
Head of LAB 1

" PHO GIAM DC

Siim Dz Tha

1. Phiéu két qud nay chi cd gid tri doi véi mau thir do khich hang dwa toi
This test result is value only for samples taken by customer.
2. Khéng duwoc trich sao mét phan két qua nay néu khong dwoc s dong ¥ ciia trung tam Ky thugt 1.
This test report shall not reproduced except in full, without the written approved of QUATEST 1.
3. Tén mau va tén khach hang droc ghi theo yéu cau cua khach hang.

Name of sample and customer are written as customer s requetst.
- TN/BM/05.4-Lbh2.2012




Bia chi: S6 8 Hoang Qudéc Viét

TONG CUC TIEU CHUAN PO LUSNG CHAT LUGNG Céu Gidy, Ha N6, Viet Nam

I?lrecto—rate fo[ Starldards, Mitrology ancf Quality . Tel: (84-4) 3836 1399
ua es TRUNG TAM KY THUAT TIEU CHUAN DO LUSNG CHATLUGNG 1 0. 614 3836 1190
Quality Assurance and Testing Center 1 Website: www.quatestl.com.vn

S6/No: 980-18/2013/ TN 1 Trang/Page:.........

KET QUA THU NGHIEM

TEST RESULT

1.Tén mau /Sample: MAU ONG THEP BEN ®114,1x 4,5mm
2. Khich hang /Customer: CONG TY TNHH ONG THEP VIET NAM
3. S6 luong mau /Quantity: 01

4. Ngay nhan mau / Reception date: 08/5/2013

5. Thoi gian thir nghiém /Time of testing: 10-16/5/2013

TT TEN CHI TIEU PHUONG PHAP THU' | MUC QUI DINH KET QUA
Ttem Specifications Test methods Requirments Results

BS 1387:1985
Kich thwoc - Dimentions BS 1387:1985 DN80 - MEDIUM

* BPuong kinh ngoai 113,3- 114,9
Outside Diameter
« Chiéu day 4,5
Wall thickness

Thir kéo - Tensile test TCVN 197:2002 BS 1387:1985
* G161 han chay 195 min
Yield strength,
« Do bén kéo 320 - 460
Tensile strength,
* D gian dai 20 min
Elongation,

Thanh phén héa hoc ASTM E415 BS 1387:1985
Chemical compositions

* Carbon 0,20 min
* Silicon i -
* Sulfur 0,045 max
* Phosphorus 0,045 max
* Manganese 1,20 max

Ha Noi ngay 177572013

TRUONG PHONG THU NGHIEM I
Head of LAB 1

" PHO GIAM DC

Siim Dz Tha

1. Phiéu két qud nay chi cd gid tri doi véi mau thir do khich hang dwa toi
This test result is value only for samples taken by customer.
2. Khéng duwoc trich sao mét phan két qua nay néu khong dwoc s dong ¥ ciia trung tam Ky thugt 1.
This test report shall not reproduced except in full, without the written approved of QUATEST 1.
3. Tén mau va tén khach hang droc ghi theo yéu cau cua khach hang.

Name of sample and customer are written as customer s requetst.
- TN/BM/05.4-Lbh2.2012
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Cong hoa xi héi chii nghia Viét Nam
Dic 13p - Ty do — Hanh phiic

— et . T .:1-(. J L —— e e et

¢ - CineiGidy Ching hén Bin quyén Gidi Cint Ving Hoi chy Made in Viemam 58 388/ 2001/ QTG ngdy 22-11-2001 cia Cuc Bin quyén tde gid - B Vi hda Thing rin.
- Cin cif Quyéi dinh 16 chiéc i ch Hang Vit Nam Chit bamg cao Phii hop Tiéu chudn 56 320-QB-STM ngay 22-11-2001 cia 56 Thamg mai, UBND Think phi i NG

* B0 CONG NGHIEP, BO KHOA HOC CONG NGHE VA MOI TRUGNG

* HI DONG GIAM KHAO VA XET THUGNG LIEN NGANH !
(Co quan chi ti, chi dao, bio trg v r vin) -

* VIEN NGHIEN CUU CHIEN LUDC, CHINH SACH CGNG NGHIEP E
* CONG TY HI CHO TRIEN LAM BAC KY (TNHH) \

(Bom i 1@ chic thue hién)

Tgng

GIAI CAU VANG

HOI CHQ' HANG VIET NAM CHAT LUONG CAO

PHU HQP TIEU CHUAN 5:
Chimg nhin e,
DANH HIEU 10 DOANH NGHIEP DAN PAU HQI CHQ o TR
TOP TEN MADE IN VIETNAM 2002

ét dinh khen thuv Thir travimg By Cong nghigp
wﬂ.@- “12"“3 Chii tich Hii dong Gidm khio vi Xét thuing

Hi Ni ngiy 18 théng 5 nim 2002




VIETNAM STEEL PIPE CO.,
(VINAPIPE)

(1% Km 9, Vat Cach, Hong Bang District, Haiphong City
B (+84)31-3850116 /3749490 Fax : (+84) 31-3534508

LTD.

VINAPIPE SOME MAJOR PROJECTS USING VINAPIPE BRAND NAME RECENTLY
NO PROJECT QUANTITY USER
1 Royal City — 74 Nguyen Trai Str, Thanh Xuan, 1,500- Thang Long fire fighting; Doan Nhat;
Hanoi 2000MT | Per8; Binh Yen Co, Delta...
. . . . . 1,500- Thang Long fire fighting; Seatech.Co;
2 | Times City-460 Minh Khai Str, Hanoi 2000MT | Doan Nhat Co: Delta...
3 | Nokia factory — VSIP Bac Ninh ~500MT | POSCO E&C
4 | Kyocera Mita factory- VSIP Haiphong ~120MT | Kinden Vietnam
5 | Fuji-Xerox factory — VSIP Haiphong ~150MT | Shimizu Corp and subcontractors
6 | Bridgestone factory- DinhVu IP, Haiphong ~100MT | Binh Yen, Kinden,...
v CANON Plant (Thang Long Industrial Zone); 150 MT Taikisha Engineering VietNam. Kinden.
HOYA Plant (Thang Long II Industrial Zone)... Co
8 | SamSung Mobile Plant 500MT Samho Co; Woobang Co
9 | HaNoi Plaza Hotel ~300MT | Charmvit Group - Korea
10 | Indochina Plaza — 241 Xuan Thuy Str, Hanoi ~350MT | Tungfeng, Binh Yen, Bintai kindenko,...
11 | EVN Tower 11 Cua Bac- Ha Noi 100MT CDC. Co
VINCOM CITY TOWER I+II; Petro Viet Nam . .
12 | Tower; Vinaconex Tower (34 Lang Ha); Ha Noi 500 MT REE. Corp, Binh Yen Co., Ltd, 19-8 Fire
M Equitment Co.
useum...
13 Crow Plaza; Sky city tower (88 Lang Ha); National A50MT Binh Yen .Co; Dai Co Vina. Co
Treasury....
14 VINCOM CITY TOWER II; Sky city tower; VTC SO0MT Delta Co, Binh Yen. Co
Tower; MoLao New Urban...
15 | Mulberry Lane 450MT Binh Yen. Co
16 | Dolphin Plaza 300MT Cowaelmic2
17 | An Khanh New Urban Aseung Co. LTD - Korea
o5 Pha Lai, NaDuong, HalLong Thermoelectricity 500 MT 69-2 LILAMA, VIVABLAST
Plant,.... VIETNAM,....
26 | Phuc Son Cement Plant 100 MT | SINOMA Cons
27 | Hai Phong Cement Plant 100 MT | LILAMA Cor
28 | Chinfon Cement Plant 100 MT | LILAMA Cor
59 Binh Bridge Project (Under Special Loan from 200 MT | Sumitomo & Shimizu Cons Co..
Japan Goverment)
30 | Hal.ong Bridge Project 200 MT | Sumitomo Cons. Co
Water Supply and Drainage Project for Hai Phong,
31 | Quang Ninh, Hung yen, Lang Son, Thai Nguyen,
Tuyen Quang, Ha Giang, Da Nang, Lam Dong, ...
Postal Cable Line Project for Ha Giang, Lao Cai,
32 Bac Ninh, Nam Dinh, Hoa Binh, ...Post Office S00MT
33 | And a lot of other projects....




CONG TY TNHH ONG THEP VIET NAM - VINAPIPE

Van phong Ha Néi

Van phong TP Ho Chi Minh



